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S.No. Test

I Load test
(at 225 kg load applied vertically and

gadually without stop for one minute)

2t -03-2020

2003 -1-141 -2014

RC r920/l/15844
t7 -0)-2020

KKMGPL/SrrR/20 t9-201607

t7 -03-2020

Date

Job No
Booking No
Booking Date

Customer RefNo
Customer Ref D.

Job No- 2003-l -l4l-2014

ONE SAMPLE DESCRIBED AS PPCP FOOTREST (PLASTIC ENCAPSULATED FOOTREST) MARKED
AS "K K", WAS RECEIVED.

,Tl]E SAMPLINC WAS NOT CARRIED OUT BY SHRIRAM INSTITUTE FOR INDUSTRIAL RESEARCH. THE
SAMPLE DESCRIMION PROVIDED IN THE TEST CERTIFICATE ARE BASED ON DECLARATION BY THE
SPONSOR.'

DOR: t7-03-2020

DOC:21-0J-2020

Result

The specimen withstood the

load for one minute without
any sign ofcracking or any

other injury or permanent

setting.

Protocol/ Method used

IS: 5455- 1969 (Reaffirmed

2017\

AUTHORISED SIGNATORY

EMPLOYEECODE:( \4\srJ
1/1

S€nn€d coDbiDtoto@pla! d !n, other coPi.. 3hould be aulh.nlk t d bv rcfsEnc. to the @gin'l repot

Phone:91-11-27000100,27667267,27667860 Fax:91'11'27667207

See overleaf for terms & conditions

TEST CERTIFICATE
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